
Monday, November 09, 2020 Page 1 of 1

DID: 9101B

Certificate of Conformance and Analysis
This certification is provided as full assurance that the following product code and lot number were
manufactured in accordance via a Quality System certified to ISO 9001 with prescribed procedures and
specifications.

Product Code: 492224-792

Lot Number: 806514-0-0-1

Manufacturing Date: 11/07/2020

Analysis

Biaxial Shake Fibers: 0.518 thousands/m²

Biaxial Shake Particles 0.5µM: 6.1 millions/m²

Sorbency Rate: 1.0 seconds

Nonvolatile residue in DI: 0.00 g/m²

Nonvolatile residue in IPA: 0.0142 g/m²
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